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Brohm Mining Corp
Exploration cyanide shakes run on 9/25/1997

R97-1063 0. 5. 0.001 FIRE
R97-1063 5. 10. 0.000
R97-1063 10. 15. 0.001
R97-1063 15. 20. 0.001
R97-1063 20. 25. 0.001
R97-1063 25. 30. 0.002
R97-1063 30. 35. 0.000
R97-1063 35. 40. 0.000
R97-1063 40. 45. 0.001
R97-1063 45. 50. 0.002
R97-1063 50. 55. 0.002
R97-1063 55. 60. 0.002
R97-1063 60. 65. 0.002
R97-1063 65. 70. 0.001
R97-1063 70. 75. 0.006 .005
R97-1063 75. 80. 0.001
R97-1063 80. 85. 0.002
R97-1063 ~ 85. 90. 0.010 .010
R97-1063" 90. 95. 0.005 .005
R97-1063 95. 100. 0.000
RO7-1063 100. 105. -0.001
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R97-1063 110. 115. 0.001
R97-1063 115. 120. 0.002
R97-1063 120. 125. 0.002
R97-1063 125. 130. 0.000
R97-1063 130. 135. 0.002
R97-1063 135. 140. 0.001
R97-1063 140. 145. 0.000
R97-1063 145. 150. 0.000
R97-1063 150. 155. 0.006 .007
R97-1063 155. 160. 0.005 .010
R97-1063 160. 165. 0.001
R97-1063 165. 170. 0.001
R97-1063 170. 175. 0.001
R97-1063 175. 180. 0.001
R97-1063 180. 185. 0.000
R97-1063 185. 190. 0.001
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